
eommodity:
Color:
Glass type:

250MLZG AlvfBER GLAS S BOTTLE
Amber
Type tr

Batch No,
Inspection date:
DrawingNo:

20220128
Jan28, 2022
25OZG

PHYSICAL TESTING REPORT
Quality Standard Y8800312002

TEST DEWRIPT]ONS STANDARD N/Ac locsi Result L AQL

ToElhehht 135.5+1.5 315/5 0

I

0.65

OD €f bodv 66+1.5 315/5 1 0.65

QD of lip 32a0.30 315/5 0 0.65

lD of lio 22.5!.0:50 315/5 0 0.65

ODdrnck {ze-oo 315t7 1 1.0

Finúsh Heisht 7'o+0.30 315n 0 1.0

BrFnÉ*mitv 31otsrhl 32t3 0 4.0

Liohltransmbsion .usP.¡a Fitness I I

Fihal result: Qualified

Dirrension in mm:

¡tr|ilu0 il,trr
J113

BUX1A RD.,YIYUAN COUNTYZIBO

ClTY.SHANDONG,CHlNA

Tel: 86-533-3259165
Fax: 86-533-3230786

GERTI FIGATE OF ANALYSIS
Quantity: 28512pcslnvoice No: tFCl2020008

Liu Jimr

Asswance Ouality Depahnent Manager

CHEMICAL TESTING REPORT
Glass container hydrotytic
resista nce (YBB 00242003)

N 13

Classificaüon I }JC2

Thermal shock resistance:
(Y8800182003)

Equalto 1SO745919&t

NlAc 13lO

Temperature difierence of 42 'C glass type ll/lll
Result 0

I nternal preÍ¡sure resistance:
(YBBoo172003)

N/Ac (20/0) Withstand the pressure of 6bar

Result 0

Residual stress (YBB0Of 62003) llrrnf,ltlu/yl, 0

Final Result
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